
 

 
RoHS non-compliant 

 
RoHS compliant 

 
RoHS non-compliant 

 
RoHS compliant 

 
Samples 

  
Homogenous 

Materials 
(Metals, plastics, solders, 

resins, plating, etc.) 
 

 

 ≥  130 ppm Cd  and           
≥ 1300 ppm Pb, Cr, Hg, Br 

EDXRF 
 Screening Test 

 
Verification Tests 

 

   Screening 

Pb   ICP-AES 

Cd   ICP-AES 

Hg   ICP-AES 

Cr+6   UV-VIS 

PBB   GC/MS 

PBDE GC/MS 

< 100 ppm Cd and            
< 1000 ppm Pb, Cr+6, Hg,      

PBB, PBDE 

No

Yes

  ≤ 70 ppm Cd  and            
≤ 700 ppm Pb, Cr, Hg, Br 

Yes

No 

No Yes

Yes 

No 
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